
GENERAL DESCRIPTION

SOLID FILM LUBRICANT
!!!!MUST BE RoHS COMPLIANT!!!!

APPEARANCE
SMOOTH GRAY/BLACK FINISH

ADHESION AND DUCTILITY
PER SANDSTROM #099

CORROSION REQUIREMENTS
SALT SPRAY TESTS TO BE PERFORMED PER ASTM B117

COATING THICKNESS REQUIREMENTS
PER SANDSTROM #099

STRESS RELIEF

NOT REQUIRED

QUALITY CONTROL
PER SANDSTROM #099

RED RUST: 96 WHITE CORRIOSION:

ITW SHAKEPROOF INDUSTRIAL PRODUCTS FINISH 
CODE

REVISION 
LEVEL

2BC

PROCESS TO

DAIMLER-CHRYSLER PS-1409  FORD WSS-M21P33-A  GM 9986244  GM POWERTRAIN MS-012

8/17/2020
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PRINT DATE:

BRIEF DESCRIPTION:

BC-2 BLACK SANDSTROM #099-RoHS


