
GENERAL DESCRIPTION

MAGNI 595 CHROME FREE DUPLEX FASTENER COATING SYSTEM THAT COMBINES AN INORGANIC ZINC RICH 
BASECOAT WITH AN ALUMINUN RICH TOPCOAT

APPEARANCE
SILVER/GRAY

ADHESION AND DUCTILITY

CORROSION REQUIREMENTS

ASTM B117

COATING THICKNESS REQUIREMENTS
MIN THICKNESS 13-15 MICRON BASE COAT. 6-9 MICRON TOPCOAT TEST PER ASTM E376

STRESS RELIEF

NA

QUALITY CONTROL

VISUALL INSPECT FOR UNIFORMITY OF COLOR AND SURFACE APPERANCE. FREEDOM FROM 
TEARS,RUNS,SMEARS, FLAKING,PEELING,POWERING AND BLISTERING.

RED RUST: 480 WHITE CORRIOSION: 0

ITW SHAKEPROOF INDUSTRIAL PRODUCTS
FINISH 

CODE

REVISION 

LEVEL

0KG
BRIEF DESCRIPTION:

KG-0 MAGNI 595 SILVER

PROCESS TO

DX551802 (DELPHI)
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