
GENERAL DESCRIPTION

MANGANESE PHOSPHATE FOLLOWED BY ANTI-RUST AGENT 98730-04 STD 1287-3

APPEARANCE
GRAY

ADHESION AND DUCTILITY
PER VOLVO SPEC 5742 Y104-4

CORROSION REQUIREMENTS

PER VOLVO SPEC 5742 Y104-4

COATING THICKNESS REQUIREMENTS
PER VOLVO SPEC 5742 Y104-4

STRESS RELIEF

PER VOLVO SPEC 5742 Y104-4

QUALITY CONTROL

VISUALLY INSPECT FOR UNIFORMITY OF COLOR AND SURFACE APPEARANCE, FREEDOM FROM OILY RESIDUE, 
BARE SPOTS AND EXCESSIVE WAX

RED RUST: 48 WHITE CORRIOSION:

ITW SHAKEPROOF INDUSTRIAL PRODUCTS
FINISH 

CODE

REVISION 

LEVEL

0LC
BRIEF DESCRIPTION:

LC-0 VOLVO 5742 Y104-4

PROCESS TO

VOLVO SPEC 5742 Y104-4

6/3/2016

REV  DATE: 7/31/2012

PRINT DATE:


