
GENERAL DESCRIPTION

.0005 MIN ELECTRO ZINC PER ASTM B633-11 SC3 TYPE I

APPEARANCE
SILVER

ADHESION AND DUCTILITY
PER ASTM B633-11

CORROSION REQUIREMENTS

PER ASTM B633-11

COATING THICKNESS REQUIREMENTS
PER ASTM B633-11

STRESS RELIEF

PER ASTM B633-11

QUALITY CONTROL

VISUALLY INSPECT FOR UNIFORMITY OF COLOR AND SURFACE APPEARANCE, FREEDOM FROM TEARS, BARE 
SPOTS, POWDERY FILM, SLOUGHING OFF OF FILM, AND BLISTERING
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