
GENERAL DESCRIPTION

ZINC COATING (HOT DIP) ON IRON AND STEEL         ASTM A 153-82

APPEARANCE
SILVER COLOR FREE FROM UNCOATED AREAS, BLISTERS, FLUX DEPOSITS, BLACK SPOTS, DROSS INCLUSIONS, 
AND OTHER TYPES OF PROJECTIONS THAT WOULD INTERFERE WITH THE USE OF THE ARTICLES

ADHESION AND DUCTILITY

CORROSION REQUIREMENTS

COATING THICKNESS REQUIREMENTS

STRESS RELIEF

QUALITY CONTROL

RED RUST: WHITE CORRIOSION:

ITW SHAKEPROOF INDUSTRIAL PRODUCTS
FINISH 

CODE

REVISION 

LEVEL

0RZ
BRIEF DESCRIPTION:

RZ-0 ZINC HOT DIP

PROCESS TO

ASTM 153-82
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